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HRN EN 12620:2008 (EN 12620:2002 + A1:2008)

Aggregate for concrete

Particle size

Particle size - tolerance category
Coarseness / fineness

Particle density — apparent
Particle density — with pores, dry
Particle density — saturated, surface dry
Bulk density

Fines content

Fines quality (MB)

Chlorides

Acid soluble sulfates

Total sulfur

Water absorption

Humus

Light organic pollutants
Petrographic description

Designation
Category
Category
Declared value
Declared value
Declared value
Category
Declared value
Category
Category
Category
Declared value
Declared value
Declared value
Declared value
Declared value

0/4 mm
G:85

cp

2,72 Mg/m3
2,66 Mg/m3
2,68 Mg/m3
1,55 Mg/m3
f10

0,19 g/kg
<0,003 %
ASo,z

S1

0,8%

none

0,00
Limestone aggregate

This CE mark is related to Declaration of Performance number 2481-CPR-0278 (4.)-1/22.
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